
                                                                                                                
 

 

 

Specification Sheet for Marine Carpet 
 

 Pacific Ribbed Marine Carpet  
 

Stock Code CPPR 
 
 
 
 

Testing Items Specification Testing Result 
Testing Methods 

(Standard) 

Mass (gm/sqm) 870 ± 85 
 

895 Ribbed 
 

50cm*50cm/pcs 

Thickness (mm) 7 - 9 
 

8.2 Plush 
 

Vernier caliper 

Taber abrasion 
resistance 

Rating 3 or better Rating 3 
H-38  500g  500 

cycles 

Colour fastness to 
cracking 

Rating 3 or better Rating 4 10strokes 

Light fastness No fibre brittleness No fibre brittleness Carbon Arc 

Fibre Material 
100% Polyester skin with 

Polyester & 
Polypropylene base 

  

Resin Backing Acrylic   

 

Tear Strength 
(N) 

MD 20 349.6 
TSL3600G 7.4 

CD 20 316.7 

 

 
 

 


